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Appendix Table A1. EMP results for detrital rutile from the Garn Formation (6406/2-1, 4429.85 m)
	No.
	Ti (ppm)
	Cr (ppm)
	Fe (ppm)
	Nb (ppm)
	Zr (ppm)
	Si (ppm)

	1
	591127
	548
	1999
	3353
	1182
	BD

	2
	595662
	433
	2762
	1715
	310
	BD

	3
	595930
	628
	1379
	2300
	1558
	BD

	4
	596865
	645
	1326
	1912
	2077
	BD

	5
	598000
	1116
	786
	779
	429
	BD

	6
	588053
	376
	7076
	10512
	379
	BD

	7
	597942
	739
	767
	1446
	2208
	BD

	8
	598481
	1026
	1266
	2638
	2202
	BD

	9
	596237
	764
	2379
	3646
	460
	BD

	10
	598810
	806
	1611
	2793
	2967
	BD

	11
	596881
	584
	1021
	1382
	1435
	BD

	12
	600927
	783
	562
	923
	1319
	45

	13
	597978
	1568
	1277
	3184
	295
	BD

	14
	604506
	393
	515
	1487
	1048
	BD

	15
	601758
	530
	709
	1464
	1065
	BD

	16
	597706
	490
	1834
	2844
	1549
	BD

	17
	600561
	1028
	685
	1099
	1526
	BD

	18
	599861
	990
	925
	1207
	1895
	BD

	19
	600866
	365
	1135
	647
	309
	BD

	20
	600296
	883
	682
	1773
	1473
	BD

	21
	602000
	288
	3007
	1118
	671
	BD

	22
	598661
	600
	1175
	1151
	2050
	BD

	23
	600768
	644
	979
	1600
	889
	57

	24
	600072
	911
	3496
	2384
	1175
	69

	25
	594474
	703
	2857
	5187
	2351
	BD

	26
	598120
	346
	2088
	542
	3058
	BD

	27
	599950
	657
	2138
	2162
	2537
	BD

	28
	600712
	882
	1111
	1347
	2210
	BD

	29
	584757
	336
	9293
	10679
	546
	BD

	30
	600765
	709
	1129
	1791
	1372
	BD

	31
	602170
	539
	1066
	1095
	1439
	BD

	32
	602022
	1117
	658
	1241
	2194
	BD

	33
	595671
	1891
	470
	1179
	1964
	BD

	34
	599979
	483
	1240
	2411
	762
	BD

	35
	599008
	609
	406
	856
	1983
	BD

	36
	594228
	902
	768
	2201
	1267
	BD

	37
	596268
	970
	1262
	1983
	1287
	BD

	38
	588833
	857
	2818
	6227
	1286
	BD

	39
	594919
	785
	1064
	1902
	1280
	BD

	40
	597293
	361
	832
	1430
	1472
	BD

	41
	598340
	740
	835
	1520
	2375
	BD

	42
	602246
	1505
	778
	2410
	1614
	BD

	43
	592946
	541
	2711
	2823
	1042
	BD

	44
	601545
	675
	1276
	1407
	2058
	BD

	45
	594371
	323
	3796
	1118
	349
	91

	46
	595482
	408
	1768
	1511
	999
	BD

	47
	599756
	1201
	609
	1366
	1432
	BD


Appendix Table A1 continued

	No.
	Ti (ppm)
	Cr (ppm)
	Fe (ppm)
	Nb (ppm)
	Zr (ppm)
	Si (ppm)

	48
	593278
	547
	1956
	3681
	1131
	BD

	49
	599596
	688
	815
	1465
	1339
	BD

	50
	598895
	644
	1177
	2914
	1467
	BD

	51
	598681
	5866
	571
	223
	138
	58

	52
	597674
	577
	1555
	1655
	2171
	BD

	53
	597185
	532
	1507
	1504
	1108
	BD

	54
	596528
	1039
	567
	1186
	1883
	BD

	55
	597748
	1178
	737
	575
	1214
	BD

	56
	598925
	562
	1289
	1435
	1052
	54

	57
	605547
	463
	1265
	BD
	BD
	BD

	58
	601828
	556
	1231
	829
	1709
	54

	59
	595563
	434
	1427
	1880
	2500
	BD

	60
	602042
	746
	983
	1163
	1637
	BD

	61
	601909
	949
	591
	1782
	2074
	BD


BD – below detection limit

