Supporting Information for:
[bookmark: OLE_LINK13][bookmark: OLE_LINK14]An optical dustbin made by the subwavelength-induced super-black carbon aerogels
[bookmark: OLE_LINK11]Hongqiang Wang, Ai Du*, Zhihua Zhang*, Bin Zhou, Jun Shen
Shanghai Key Laboratory of Special Artificial Microstructure Materials and Technology, School of Physics Science and Engineering, Tongji University, Shanghai 200092, China
*Corresponding author. E-mail: duai@tongji.edu.cn; zzhtj@tongji.edu.cn



TABLE SI. Detailed content of all reagents for different carbon aerogels
	R/C
	W (%)
	R (g)
	H2O (mL)
	F (mL)
	C* (mL)

	1000
	30
	20.00
	51.77
	27.64
	3.63

	200
	15
	9.71
	67.17
	13.41
	8.82

	200
	5
	3.24
	89.06
	4.47
	2.94


[bookmark: _GoBack]* C represents sodium carbonate solution of 0.05 mol/L.
