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[bookmark: _GoBack]FIG. S1. SEM of the fracture surfaces of tensiled X70 pipeline steel following three directions: (a) LD, (b) TD, (c) DD.


image5.jpeg




image6.jpeg




image1.jpeg




image2.jpeg




image3.jpeg




image4.jpeg




