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Fig. S1 EDX spectra of FeMnO3 nanowires. 
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Fig. S2 (a) SEM image and element mapping (b) Fe (yellow), (c) Mn (blue), (d) O (green) of FeMnO3 nanowires.
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Element Wt % At ¥ K-Ratio Z a F
CK 10.03 21.28 0.0276 1.1060 0.2484 1.0006
0K 32.90 52.43 0.1559 1.0873 0.4350 1.0016
MnK 31.03 14.40 0.2842 0.9074 1.0095 1.0000
FeK 26.04 11.89 0.2434 0.9245 1.0110 1.0000
Total 100.00 100.00
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