Supplemental Information
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Figure SI1: Tensile stress and strain for (a) 1.75E filaments and (b) 0.5P filaments
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[bookmark: _GoBack]Figure SI2: USAXS and SAXS profiles of pure ABS and ABS/Bi composites
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