Reviewer: 1 
Comments to the Author 
1. Evidence of measurements of homogeneity listed in the abstract and in Table 2 is not given 
Reply: We add the measurement and calculation method of homogeneity of N3135 glass slab in page 6. 


2. Evidence of laser damage measurement listed in the abstract and in Table 2 is not given 
Reply: We add the detailed description of damage threshold test in page 5 and the bulk damage test data is confirmed to be 42 J/cm2. 

3. Evidence of measurements of fluorescence lifetime listed in Table 2 is not given 
Reply: We add the instrument and sample size of fluorescent lifetime test in page 5. 

4. No sufficient explanation for Fig 3. (experimental setup of gain measurement ) is given 
Reply: The experimental setup for gain measurement is described in page 5 and page 6.


5. Printing quality of Fig.4 is not sufficient and no proper discussion is provided 
Reply: We exchange the Fig.4 with two new figures and add discussion in page 6.


6. No description of measurement of stress birefringence (Figure 5) is provided
Reply: The description on measurement of Fig.5 is given in page 7.
Reviewer 2:
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Answer to Reviewer 2:

1) Three references are added.

2) The radiative lifetime is indicated to be related with Nd2O3 concentration in table 1

3) The bulk laser damage threshold is confirmed to be 42 J/cm2 in table 2. Test method is also given.

4) Measurement conditions of Fig.1 and Fig.3 are added in pages 2 and 3, pages 5 and 6. 
5) The position of eq.(1) has been changed.
